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TIANJIN HAILI DECORATION CO.,LTD.
NO.10 HUIHAI ROAD TJEDA JINGHAI DISTRICT TIANJIN CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : 12"X12"X1.5MM SELF

STICK VINYL TILE
SGS Job No. :

Iltem No. :
Buyer :
Manufacturer :

Country of Origin :

Country of Destination :

Client Ref. Info. :

TJHL1905002550SD - TJ

FP3434

BREWSTER HOME FASHIONS
TIANJIN HAILI DECORATION CO.,LTD.
CHINA

USA

AGENT:BREWSTER HOME FASHIONS

Date of Sample Received : 29 May 2019

Testing Period :
Test Requested :
Test Method :
Test Results :

29 May 2019 - 03 Jun 2019
Selected test(s) as requested by client.

Please refer to next page(s).
Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd.

Reabeca Zhou
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 TSN19-008720.001 gray adhesive sheet with white/black film(mix all)(paper excluded)

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

US California Proposition 65- Phthalate

Test Method :  With reference to CPSC-CH-C1001-09.4 (2018), analysis was performed by GC-MS.

Test Item(s) CAS NO. Limit Unit MDL 001

Dibutyl Phthalate (DBP) 84-74-2 1000 mg/kg 50 ND

Benzylbutyl Phthalate (BBP) 85-68-7 1000 mg/kg 50 ND

Di(2-ethylhexyl)phthalate (DEHP) 117-81-7 1000 mg/kg 50 ND

Diisononyl Phthalate (DINP) 28553-12-0 1000 mg/kg 50 ND
/68515-48-0

Di-n-octyl Phthalate (DNOP) 117-84-0 1000 mg/kg 50 ND

Diisodecyl Phthalate (DIDP) 26761-40-0 1000 mg/kg 50 ND
/68515-49-1

Di-n-hexyl Phthalate (DnHP) 84-75-3 1000 mg/kg 50 ND

Notes :

(1) The limit is referenced to the requirement as stated in Alameda Superior Court, BG-07-350969 and
CPSIA&16 CFR 1307.

(2) The reference limit applied in testing is based on particular California Proposition 65 settlements that
are most similar to the tested product in the opinion of the lab. The testing in this report does not reflect a
user’s actual exposure to the tested chemical.

A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement,
and may choose to comply with California Proposition 65 by clearly informing the consumer of potential
exposure.

(3) According to client requirements, only the phthalates of client selection are tested in the case number.

The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The above
result(s) was/were only given as the informality value and only for reference.
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Sample photo:

TSN19-008720.001

TSN19-008720.001

SGS authenticate the photo on original report only

*** End of Report ***
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